No. | DESCRIPTION MATERIAL SIZE DA B C D E F G
1 BODY CAST LOW LEAD BRASS ALLOY 3/4 WAS) 3.84 1.38 1.30 2.68 1.20 .38
e KEY CAST LOW LEAD BRASS ALLOY 3/4 x 1| .75 425 1.38 1.30 2.68 1.20 .38
3 KEY WASHER CAST BRASS ASTM B6e2 ALLOY C83600 1 92 4,52 1.46 1.41 2.87 1.48 .38
4 KEY NUT CAST BRASS ASTM B6e2 ALLOY C83600
S COPPER GASKET | COPPER SHEET ASTM Bl152 UNS C(C11000
6 |INSTA-TITE BODY CAST LOW LEAD BRASS ALLOY
7/ O-RING EP ASTM D2000
8 GRIP RING CELCON M90 NATURAL CF2001
“G" THICKNESS
- F - /’@.
MUELLER ‘ @ @
"CC" THREAD
/ s D
N N\
BA [ s E
sy Vb v B
- B —
NOTE: ALL WETTED PARTS ARE LOW LEAD BRASS ALLOY
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